Stainless Steel Woven Cloth Materials Chemistry

Other Elements

Wire Cloth 302 0.15 2 0.045 0.03 1 17.00 - 19.00 8.00 - 10.00 i =

Wire Cloth 304 0.08 2 0.045 0.03 1 18.00 - 20.00 8.00 - 10.50 * *

Wire Cloth 3041 0.03 2 0.045 0.03 1 18.00 - 20.00 8.00 - 10.50 * =

Wire Cloth 310 0.25 2 0.045 0.03 1.5 24.00 - 26.00 | 19.00 - 22.00 * *

Wire Cloth 314 0.25 2 0.045 0.03 1.50 - 3.00 23.00 - 26.00 | 19.00 - 22.00 i =

Wire Cloth 316 0.08 2 0.045 0.03 1 16.00 - 18.00 | 10.00 - 14.00 2.00 - 3.00 5

Wire Cloth 316L 0.03 2 0.045 0.03 1 16.00 - 18.00 | 10.00 - 14.00 2.00 - 3.00 *

Wire Cloth 3171 0.03 2 0.045 0.03 1 18.00 - 20.00 | 11.00 - 15.00 3.00 - 4.00 *

Wire Cloth 321 0.08 2 0.045 0.03 1 17.00 - 19.00 9.00 - 12.00 % Ti 5xC Min
Wire Cloth 330 0.08 2 0.03 0.03 0.75 - 1.50 17.00 - 20.00 | 34.00 - 37.00 * Cu 1.0, Sn 0.025, Fe 0.005
Wire Cloth 347 0.08 2 0.045 0.03 1 17.00 - 19.00 9.00 - 13.00 < Cb + Ta 10xC Min
Wire Cloth 410 0115 1 0.04 0.03 1 11.5-13.50 * * *

Wire Cloth 430 0.12 1 0.04 0.03 1 16.00 - 18.00 ® =




